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01000 Statement of Special Inspections
01000.1 Statement of Special Inspections




Becker Structural Engineers, Inc.

FINAL REPORT OF SPECIAL INSPECTIONS
PROJECT: Oak Leaf Inn Renovations

LOCATION: Oak Street, Portland, Maine

PERMIT APPLICANT: Benchmark Construction, Inc.

APPLICANT'S ADDRESS: 34 Thomas Drive, Westbrook, Maine, 04092

STRUCTURAL ENGINEER OF RECORD:  Ethan A. Rhile, P.E. — Becker Structural Engineers, Inc.

- Name Firm
ARCHITECT OF RECORD: Richard P. Curtis — CWS Architect, Inc
‘ Name Firm
GENERAL CONTRACTOR: Ronald G. Burt — Benchmark Construction, Inc.
Name Firm

To the best of my information, knowledge, and belief, the Special Inspections required for this project,
and described in the Statement of Special Inspections submitted for the project, have been completed.

The following discrepancies that were outstanding since the last interim report, No. _ dated
have been corrected:

(Use additional sheets, if necessary)

Interim reports submitted to this final report and numbered—to —, form a basis for, and are to be
considered an integral part of this final report. :
Submitted By:

SPECIAL INSPECTOR
Ethan A. Rhifle P.E. 4
NAME / '
! i
Gl- A ' \ §
%, STe S

SIGNATURE DATE //,/ D

on W

IHHHH\\\\

Special Inspector's P.E. Seal



Summary of Service (Exhibit A)

Schedule of Special Inspection Services

FABRICATION AND IMPLEMENTATION PROCEDURES

Project: Oak Leaf Inn, Portland, ME
Date Prepared: 01/26/2005

VERIFICATION AND INSPECTION IY/N [EXTENT: ICOMMENTS AGENT [DATE |REV
CONTINUOUS,
. PERIODIC,
IBC Section 1704.2 SUBMITTAL,
OR NONE

1. Verification that the fabricator maintains detailed

fabrication and quality control procedures that provide a .. .

basis for inspection control of workmanship and the S Fabricator shallllns;;lgcr::itoc;nse ofthe three ) pop ? 5[ B
fabricator's ability to conform to approved construction 4 P
documents and referenced standards.

-OR-
2. AISC or SSFNE Certification
-OR-

3 Review of fabricator’s written procedural and quality

control manuals and periodic auditing of fabrication

practices by an approved special inspection agency. At

the completion of fabrication, the approved fabricator

shall submit a certiticate of compliance to the building

code official stating that the work was performed in

ccordance with the approved construction documents.
NoTE * FABLwAT oS MNOT /EWMEO ) 5/76,4‘ oy
CompesTO 4~ F:apf ivelered BY Euls
/ / 2
Fabricator QualiﬁcmWim section 1704.2 of the IBC Code
Special Inspector, Date g/ 9’1 OY Page 1 of 3




Summary of Service (Exhibit A)
Schedule of Special Inspection Services
STRUCTURAL STEEL

Project: Oak Leaf Inn, Portland, ME
Date Prepared: 01/26/2005

VERIFICATION AND INSPECTION Y/N [EXTENT: ICOMMENTS [AGENT [DATE |REV
' CONTINUOUS,
. PERIODIC,
IBC Section 1704.3 SUBMITTAL,
OR NO_NE ’

1. Material verification of high-strength bolts, nuts

and washers: ¥ R :
2. Identification markings to conform to ASTM| Y S Applicable ASTM BSE
standards specified in the approved : P
construction material specifications; AISC 335, 5 / 12 5/}(
documents. Section A3.4; AISC LRFD, Section
A33
fecmﬁ-:'; f'acturer's certificate of compliance v s BSE $ /(L 5{3 ‘

2. Inspection of high-strength bolting (IBC Sect
1704.3.3):

a. Bearing-type connections.

AISC LRFD Section M2.5
(No slip critic connections)

4ol

b. Slip-critical connections.
3. Material verification of structural steel (IBC Sect
1708.4):

a. Identification markings to conform to ASTM| Y .P » . BSE
standards specified in the approved

standards sp ASTM A 6 or ASTM A 568 Sl |503(
documents. .,

b. Manutacturers' certified mill test reports. Y ASTM A 6 or ASTM A 568 BSE |S{t2 49
4. Material verification of weld filler materials: e LT L o AR A A T e | D T e
a. Identification markings to conform to AWS | 'Y P . . TL |
specification in the approved construction AISC, ASD, Section A3.6; 5/ Lﬂ‘ﬁ
documents. AISC LRFD, Section A3.5

b. Manufacturer's certificate of compliance v s BSE 5/‘1 5/3(

required.

5. Inspection of welding (IBC 1704.3.1):

a. Structural steel: ; ’ i
1) Complete and partial penetration groove (No full pen welds) N/A
welds.
2) Multipass fillet welds.

N N
N N (No mulitpass filled welds)
AWSDI.1
3) Single-pass fillet welds> 5/16" N N (All fillet welds < 5/15) N/A
Y P
N N

4) Single-pass fillet welds< 5/16”
5) Floor and deck welds.
b. Reinforcing steel (IBC Sect 1903.5.2): Sen) fR e I O e P R e &
1) Verification of weldability of reinforcing N N No concrete work; Welding of N/A
steel reinforcement not permitted
other than ASTMA 706.
2) Reinforcing steel-resisting flexural and N N
axial
forces in intermediate and special moment AWS D1.4
" frames, and boundary elements of special ACI318:3.5.2
reinforced concrete shear walls and shear
reinforcement.
3) Shear reinforcement. N N N/A
4) Other reinforcing steel. N N N/A
6. Inspection of steel frame joint details for compliance |85 K
(IBC Sect 1704.3.2)
with approved construction documents:

(No metal deck

T TR A PR

BSE [

a. Details such as bracing and stiffening. Y P -
b. Member locations. Y P BSE | ¥4(o
c. Application of joint details at each connection. | Y P BSE | Blqloy

th section 1704.3 of the IBC Code

—
Date %/H‘éb b Page 2 of 3

Steel Construction has bgén 1




Summary of Service (Exhibit A)

Schedule of Special Inspection Services
WOOD CONSTRUCTION

Project: Oak Leaf Inn, Portland, ME
Date Prepared: 01/26/2005

VERIFICATION AND INSPECTION Y/N

CONTINUOUS,

SUBMITTAL,

DATE [REV

1. Review installation of new headers in existing wood
framed bearing walls

No IB»C Reference

‘T{ { 3/0{

S L 75 )

Wood constructions has bHéen revigwe n nformance to the Con:

Special Inspector,

struction Documents

Page 3 of 3




01000 Statement of Special Inspections
01000.2 Disclaimers and Qualifications

The program of Structural/Special Tests and Inspections does not relieve the Contractor
or its Subcontractors of their responsibilities and obligations for quality control of the
work, for any design work which is included in the scope of services, and for full
compliance with the requirements of the Construction Documents. Furthermore, the
detection of, or the failure to detect, deficiencies or defects in work during testing and
inspection conducted pursuant to the Program does not relieve the Contractor or its
subcontractors of their responsibility to correct all deficiencies or defects, whether
detected or undetected, in all parts of work, and to otherwise comply with all
requirements of the Construction Documents. No warrantee is expressed or implied by
the issuance of this document. Additional disclaimers and/or qualifications may be
included in the Owner-Special Inspection agreement.



05120 Structural Steel
05120.1 BSE Observation Reports




BECKER 09120

structural engineers, inc:

OBSERVATION REPORT . Date: 4/18/05

Time: - 1:15 pm

Structural Steel

Temp: 65F
Weather: = Sunny

Project: ~  Oakleaflnn

_Location:  Free St Portland, ME
Becker Job No: 1308

Observation Location:
Alleyway, behind building, ground level.

§ 3 32
g 8 o &
s £ § 8
% 6 O <
© c B °
| o B Mt I i ~ Comments
Bolt Condition X O 0O O
Anchor Bolts, Nuts, X O O O
& Washers ’ e
Grout/Leveling Plates O O 0o X
FitUpPlumbness [0 O O K
Metal Deck Welds o oo X
Pour Stops I I Y I R
Bracing oo agx
Additional Items X O O O Epoxy Screen tube visible.
Additional Items O O 0o o

Notes:
Witnessed pull test on (2) 3/4" dia. Powers adhesive anchors. Embedment = 10", hole

dia= 7/8". Anchors were installed on Thursday, April 14, 2005. Anchor #1 was tested to
6300 Ibs. Anchor # 2 was tested to 8000 Ibs. Required tensile load was 6300 Ibs, or
125% allowable load. Pull test was performed by representative from KL Jack.

signed: Adam M. White, E.I.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER 05120

structural engineers, inc.

OBSERVATIONREPORT |  Date: May2005
: . 7:45am

. Time:
Te.mp,,:..f 30's/40's

' Weather: | Sunny

Structural Steel

Project: ~ Oak Leaf Inn/Everett Hotel
_Location: _____ Portland, ME
‘Becker JobNo: 1308

Observation Location:
Fire Escape Initial Installation, Steel WF Lintel at Second
2 v o

> 3 g B

s £ o 9

5 @2  E a

. ®w 2 £

s 0 (&) <

£ £ 5 B

I [ N Ml ~ Comments

‘BoltCondgiton X 0O 0O O
WeldCondiion [0 B O L1 R .
Anchor Bolts, Nuts, O O o X
&Washers [ T S
GroutlLeveling Plates [0 [0 O K
FitupPumbness O OO0 & O
Metal DeckWelds O[O0 00 X
Pour Stops oo o X
Bracng O 0O 0O K o
Additional ltems o o g o
Additional Items O 0o 0o d

Notes:
| spoke with Tim Meyer about the following conditions: ,
Steel lintel: a brick sized void was present below the bearing plate. This condition

needs to be patched back in.
Fire Escape: Welding appeared to be poor. Certified weld inspector to review welds as

part of Special Inspections program
Tim indicated these conditions would be repaired.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER 05120

structural engineers, inc.

 Date: 5/20/2005

__Time: 7:45am

(OBSERVATION REPORT

Structural Steel

Temp:  Cool
Weather: | Generally Clear

Project: ~Oak Leaf Inn
Location: ~ Free St, Portland, ME

Becker Job No: 1308

Observation Location:
Review of conditions from last week.

5§ 3 g
g5 % ¢
2 & £ =
o "“6 o o
= &£ B8 B
o w212 Z Comments
Bolt Condition o o0 o X
‘WeldCondion OO0 OO M OO0 . . )
Anchor Bolts, Nuts, 0O X O
&Washers .
GroutlLevelingPlates X [0 0O [
_Fit Up/Plumbness X O 0 0 e L
Metal Deck Welds oo o X
Pour Stops oo oXx.
Bracing o o 0o K .

~Additional Items
Additional ltems

00
oo
00

a

Notes:

Lintel had been grouted to achieve uniform bearing. No progress on fire escape.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 » Fax 207-879-1822



BECKER

05120

Notes:

structural engineers, inc.
OBSERVATION REPORT Date: | 6/17/2008 ...
Structural Steel ! ' - Time: | 7:45am
__Temp:  Warm
_ Weather:  N/A
Project: Oak LeafInn
Location: - Free St, Portland, ME
Becker JobNo: | 1308
Observatid'hml.ocation: B B
General review of progress.
= 5 = 3
© k) S a
g = /o] a
E » O <
' ® £ © ks
, . o2 = = Comments
Bolt Condition oo o X
Weld Condition o 0o X B
Anchor Bolts, Nuts, O 0O X O
&Washers S '
GroutLevelngPlates [0 O O X
FitUpPlumbness [0 0O 0O K , .
Metal Deck Welds o o o X
Pour Stops o o o0 X
Bacng .00 0O 0O KX ~
Additional Items o 0o d X
Additional Items oo X

Stopped in to review progress. In general, not much progress had been made on fire

escape.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER 05120

structural engineers, inc.

{

__Date:  6/23/2005
__Time: | 7:45am

| OBSERVATION REPORT _
Structural Steel ’

_ Temp: Hot
_ Weather:  Sunny

_Project:  Oak Leafinn
Location: Free St, Portland, ME
BeckerJobNo: 1308

' Observation Location:
Intent was to meet with welder.

b Comments
_BoltCondition
‘Weld Condition
~ Anchor Bolts, Nuts,
& Washers e
Grout/Leveling Plates
Fit Up/Plumbness
Metal Deck Welds
Pour Stops
Bracing . .
Additional ltems
Additional ltems

\

i
{

T T
00000 000 Not Completed

- ‘ (- '
HEEEK XXX Not Applicable

|
{

X

i

ZDDiDUU;LJ_L_II DtULJ Saiisfactory
DD}DDDDD D}DD Un-Satisfactory

Notes:
Met with welder and Tim. Discussed interference of rail with stringer and potential

hazard of angle braced on south stair. Agreed to minor revisions to allow 1. Rail to be
welded to stringer and 2. Upright can be top installed on angle in lieu of extending down
with separate brace. These revisions apply at this location only.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER 05120

structural engineers, inc.

OBSERVATION REPORT Date: = 7/29/2005

Time: 9:00am

Structural Steel

_Temp: Warm
Weather: = Sunny

_Project:  OakLeaf Inn

Location:  Free St, Portland, ME
Becker Job No: 1308

Observation Location:
Review of Fire Escape Structure.

5§ 3 2
g 8§ 3 8
g ® € =
o & o o}
® o O <
®E £ B B
L L 2.2 =% ~_Comments
BoltCondion 0O 0O 0O X
‘WeldConditon O O & O
Anchor Bolts, Nuts, O KX X
& Washers S N
‘GroutlLevelingPlates [0 0O 0O X
* Fit Up/Plumbness o o 0 K )
MetalDeckWelds [0 0O 0O [
 Pour Stops oo X
Bracing o 0o 0K -
Additional ltems o o o K
Additional ltems o g O

Notes:
Reviewed fire escape. Noted some braces missing, uprights at 4'-0" o.c. not installed.

Noted several welds that still had slag on them, one upright weld not adequate.
Received Elite weld inspection reports from Tim Meyer. Discussed missing elements
with Mailings. Following subsequent discussions, uprights to been installed at 4-5feet

O.C.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER

05120

structural engineers, inc.
OBSERVATION REPORT Date: _8/4/2005
Structural Steel __Time: 7:00am
__Temp:  Warm
_ Weather: Sunny

Project: ~ Oak Leaf Inn
_Location: Free St, Portland, ME

Becker Job No: 11308

“Observation Location:
Review of Fire Escape Structure.

5§ B 2
g 8 2 8
g8 ® E =
& &% 9 o)
s o O <
£ £ B B |
| 9 =22z 2z Comments
Bolt Condition o o g X
Weld Condition o X 0O O
Anchor Bolts, Nuts, OO g X
&Washers .
GroutlLevelingPlates [0 0O ‘00 X
FitUp/Pumbness [0 0O [0 K =
Metal Deck Welds B R I
Pour Stops S I N A -
Bracng 0 00 0O X
Additional ltems g o oKX
Additional Items L o

Notes:

We (EAR, Paul Becker & Tim Meyer) walked both fire escapes. Some railing welds
appeared inadequate. A base of the north rails had been notched. It was requested
that these conditions be repaired, along with some undercutting visible on the south
escape. Welder to repair, Elite to inspect these conditions and prepare final report.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



05120 Structural Steel
05120.2 Elite Weld Inspection Reports




220 Industrial Way Unit #1

Elite Inspection Services Inc. Portiznd, ME 04103

. . : (207) 797-2496
Visual Inspection Report " . (207) 767.2284
DAm:é:LZZ_:_@__S__
Cus 'MEKMZMMA@_@M_.JOB No._________ _CUSTOMERPONo._________ESIWORK ORDERM_“W
JOB ICATION: &M(__M_._DRAWTNGNO. ACCEFI‘ANCECRITERIA:A »‘/:S‘Dl f ,
WE! PROCEDURE SPHCIFICATION: ___A44).S PROCESSW_)_STRUC’I‘URE: YY) d af.
s . »
g FITUP FINAL VISUAL REMARKS_ZT\(?ngb OF
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L TE L U éfd’-an” a Z.‘p 7 UnTiAE /)ZAﬂ_S
. ' NOTE T | all A e | O ) ‘ "
_ el | Aee) S| T4/ | kb Quiremonrs
r_-.‘ p—
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Llite Inspection Services Inc. ™ "vanave: bi
Visual Inspection Report " Fax (07) 797 194

DATE; T -2 7- 05

cL :TOMER:_&J"C/\ Mﬁr—k JOB No. _CUSTOMER PO No.

ES.L WORK ORDER 325 =€ XS~V
JO! LOCATION: @”TA‘%@( ¢ /UJ +_ DRAWING No,__ - accepTancecriTeria: ANMS DL [
WE .D PROCEDURE SPECIFICATION: M _..S . ‘PBOCE‘SS: sl ‘_-’!.t&\_] STRUCTUREIM-&MN_ U
25 FITUP FINALVISUAL * i | REMARKS
::E% Fenall UGsUA
J5 | ! -t -
e Lol 235 el | 45(2(5| |G appyean ot erhan
12 10)5(2(8)5)08]5]8 2|8 |2 |2 | 3 aptuctural commEeTiays
2% [B|E|EIZE|e 8 8IHIEIRIZIEIS ] BTy Aot Escapes
_ wiswall] Tnkek Cidey | ol ALl Ldpdls oF £457 el Woo: 7
L Fle Sidap s weall alll wiark C’omp&lx For —
— — S7air| ENHANCEMOTS ,| K4 yAW 5 HANCEMIGTS , oyl
| L \streerural o H AL ONTS b bl ]
| wk (Complies| Wit Draluivg anct 4uis Toi
- (o £ Afk-(??'/- x a
- I
| _
-
| |
R ,
TECE viciak—ZdLee ; V/ LEVEL —

WE ACCEPT NO RESPONSIBILITY OF ANY KIND DUE TO OUR INTERPRETATION OF THE MATERR



o ) s ndustrial Way Unit #
Elite Inspection Services Inc. ™ e eon
Visual Inspection Report Fax: (207) 767-2284
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WE ACCEPT NO RESPONSIBILITY OF ANY KIND DUE TO OUR INTERPRETATION OF THE MATERIAL




220 Industrial Way Unit #1

Elite Inspection Services Inc. s E Q4TS
] . one: -
Visual Inspection Report Fax: (207) 797-2284
DATE: g "lf'd r '
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WE ACCEPT NO RESPONSIBILITY OF ANY KIND DUE TO OUR INTERPRETATION OF THE MATERIAL



220 industrial Way Unit #1

Elite Inspection Services Inc. Portand, ME 04103
. . Phone: (207) 797-2496
Visual Inspection Report Fax: (207) 797-2284
DATE: & /I8
cus omh’bzwm OB No CUSTOMER PONo. £ 51 WORK ORDER <S28" - 20
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05120 Structural Steel
05120.3 Quality Control Certifications




BENCHMARK

34 Thomas Drive
Westbrook, ME 04092
207.591.7600

Fax 207.591.7604

FAX

To:  Ethan Rhile (Becker Structural From: RonBurt
Engineering)

Fax: §79-1822 Phone:  (207) 591-7600

Pages: 8 (including cover sheet) Fax: (207) 591-7604

Re: Oak Leaf Inn — Certifications per Exhibit A
CC: Date: 12 May 2005

[ Urgent ForReview [ ]Please Comment [ PlcascReply [ ]Please Recycle

Ethan,

Please find aftached copies of certifications for the Structural steel & fabricator of the Oak Leaf
Inn project. Mailings Welding Service has submitted these documents in response & to satisfy the
special inspection “Summary of Service (Exhibit A)”.

If you have any questions or need anything else, please don’t hesitate to contact me.

8/1°'d 828°ON ' AAGIWHONZE WUES:6  SBB2° 21 "Abl



® K.L.Jack

IRDUSTRIAL FASTENERS & SUpPPLIES

CERTIFICATE OF COMPLIANCE

Maling’s Welding

%-10 x 6 foot long Full Threaded Rods, Manufactured of AISI A36 low carbon steel, galvanized to ASTM A153.
%-10 Finished full hex nut, manufactured to ASTM AS63 GR.A, galvanized to ASTM A153,

% nominal USS flatwashers, low carbon steel, galvanized to ASTM A153,

Powers Brand 7974 304 STN/STL Screen tubes

Powers 8478 Actylic Anchor EPOXY System, Refer to supplied MSDS sheets for complete chemical composition.

INVOICE # : 561283-00 &561735-00
DATE OF SHIPMENT: 5/10/05
PURCHASE ORDER: verbal

The parts described in this certificate were produced from material for which we have available
chemical and/or physical reports or other evidence of conformance to applicable specifications.

The parts described in this Certificate have been inspected and/or tested, such specimens and
samples as have been tested were taken from random lot quantities and meet requircments

specifically stated on the purchasc order.

Approved Signature

MIPWHONGE Wope:81  Swve2" 27 "AbW

8s2°'d 828°0ON




[ MATEAWAL EAFETY DATA SHEET FOR AG10Q P [ HEBIVE ANCHORING j
Cotmpany: Pawars Fastanars, inc.
] 2 Powas Squam
Now Rochelle, NY 10801
Phone: (914) 235-8300
Cortact: Customar Savics Depatmant
Emamency Contsct CHEMIREC -
Emamency Phone Numbar: 800-424-8500
Product Nama: AT100 Plus™/ ACS.5 Plug™ Adhesive Anchoring Systam
Eaciion | - Proguct Igeniification Z
Product Nama: ACA00 Plus™/ ATK.E Phys™ Adhesk
UN Numbars: AGH RO LS 088 Plg™ Adsslve Anchorna Statom
Chamical Famlly: Eptixy gorylata (Modliled Vinylssiar « v.0.C. fras) and Peraxide Hardarier,
Synanyms: Propristary Adhesive Arichaitlip Systam
Hection Il - HAzardoUS Ingrealents /
—_— 7
% CAB ACUIH aElpaT
Companents (proprieiary resin) Contents Nutmber v
Epoxy strylats (MedHied Vinylestsr) 255 - 37.0 “NE NE E
Fumad Silica 20-3.0 E77862-50-7 10 gl A5 oyl
Quars 60.0- 70.0 14808-80-7 0.1 ot /04 ma/m?
/
L3 TR ACGIH / OSHA
Componants (hardsner) Cohisnls Numbasr TV PEL
Fumed Sliica 20-30 B7762-50-7 10 gt 4 AE mghn?
Dibanzoy! Peroxide 115200 54-35-0 100 o (& 100 ot (5 g/t
Quanz €0.0-70.0 14808-60-7 0.1 mg/mt 0.4 mg/mit
e YN Number Is tre Unlivd Netions clagaliication and e X Contunls feted is an aversqe by weight. CAS, ar
by Chemiical Abstract Sorvives. ACGIY TLV is the Thivalhhold Limir Valve satabliohed by the American ce of Governinente!
Inauetriel Hyplen®t. OSHA PEL is the Parmizsible Exposure Lim/t satabitzhed by the Ocoupwtions/ and Nas/th
Adméaistmtion. TWA sigiifies & Tine Walptied Avarage, NE: Not antedisiecl An aster@k (%) indicetey's substance wicev

ety is considered to be » irece sworsl.

Svotion - Fhystca) Data__7

Gmyish balga when mixed (n.i(n alond - buige, hardanar glohe « black)

Appasranoa:
Ddor: Slightly acidio
Bolling Polnt: Not applicable (polyme or dscompoass bafore baliing)
Melting Polnt Not applicsnla (palymerisds o¢ decompones betfore theing)
Vapol Prassure: Not applicable (no valmjiies)
Parasnt Volatlins: 0
Dehsity: (walght diVided by vollime). 1.7
Viscosity (atdf* F (28° CJ: Non-sag, thix pasis, > 336 lomM-se0 (800 Pacsec)
pH: ‘ Not establizhad
Degampoattion: Curad Inatetias> 352° F. (200" C.)
Evapornilon Fate: Nal avasiabl
Solubithy (H,0): Insolubls
saciian IV /Fire and Expioaion Dats
/
Flash Point > 352° F (200° C.)
Flammabllity Limba: Nry’eppll:lblé
Flammablifty Class: applicable
Extingulshing Agent ry axtinguisher, foam, catbon dioxlde or walerspray (do fiot Uze
direct watar jat)
Piry prid Explnsion Hazards: “\Avald breathing vepors bnd fume=. Toxle fumas fdrm durlhg dactmposition
{(arbon oxides) may cavse savere health hazard, Contact with eambualible
/matlrhl may causa fire.
Spaclal Fire Fighting Procetitines: Waat NIOSH / MSA Sel-Contalned Breathing Appatatus arid full prolsctive gesr
/ I necmsaary, dapanding Upon the sizo of Ha fite.
// JAV/4 7_Seciion V - Expoaurs a.ﬁ Effacts
Exposurs Effects:
Inngaton: Do ntt breathe vepors dracly. Corcantrated fumaa In poory veniiatad arsas may causs
. mild diz=inmss and / or allght nauses,
Skin Cartace May be liitating, Muy cause skih sensitization aflack
Eye Contach: May ba tritaling.
Ingestion: May eauss [riinlian to the molsth, siomach tssiia ahd gastro-intestingl tract.
Health Condhions Agatavated by a: Chrotlla respiraiory condltiong, kin tlzerdars and alismles, and eys dzeaye.
Flrst Ald:
{nhalatlari: Ramova to frexh alr, Consult & phyaiclan ! dscamfort pamlsts.
Skin Contatt Remove canlaminaled cothing immatisisly. Wagh cortaminatad srasz
tharoughly with soap and water and Hrias with water, Do nit Ls€ any solvant.
Conatlt a physiclan I (rfagian and / or zenstizmion pergists.
Eye Corttact . Fluzh thotoughly with widar Immadlataly far 2 mintmum ol 12 minutes,
Cansult a phyaizian Il leritation persiste,
Ihgesiion: Consuylt aphysizian tmmagidtely. Do not Intucs vorilthg, I swallowsd,
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085/16/2085 17:58 12973246124 MORIN STEEL PAGE ©1

Morins Steel, lnc.
P.O. Box 547 .
Alfred, ME 04002

May 10, 2005
Maifing's Weiding Service
7 Mailing Laxye
well, ME 04090
Dusr Gregn:
We are ploased to sand you the Information you requested:

CERTIFICATE OF COMPLIANCE

HR PLATE ®" # X&'
H.R. ANGLE 2 X2X J/16™
WIRE CLOTH MESH
ABOVE 3 JTEMS ARE CERTIFIED AT A-38 GRADE
UNCOATED PIPE 1-1/4" SCH. £0 1S A-63 GRADE
Hops this Information i» satisfactory, if | can be of further service pleaso contact me.

Sincerely,

Morin Steel, Inc.

'pa,w@iw
Pauline Morin
Ct0 MANAGER

8¢ °d 828 0N AIBWHONZE Wogp:8T Spa2 21 " AbW
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Gmwc\?v'cldl 3I " Man, Thncicnus . v
e Filict Welds ~ Unlumwd'lhmkncaa .
écx)qﬁ;s ¥4 Group Designation

S 1

' "F« Xy ,\ffﬁ,',rvh. > \;4- Kt
Gl {aEran vt i
; 0 Tkl v

v erican Welding Socicty Structural Welding Code.

{3 % “Ropewl bf Ficld Weldiss Cortification” ,

f 3+ pplication available at the MD.OT..

2 CONSTRUCTION DIVISION .
i nmpomwn Building, St3 tion }6  Augusta, ME. 0433? L

Raidn Puh u‘
TN il
| v >

e - o
- 'FIONS: *
isaxe Mstal Grgove Welds —~ %" Max. Thmkmds
- """ Filigt Welds — Unlimited Thickness
ia"lqctrodaa P4 Group Desmmtlou P
« ¥ "ANSIIAASH’fOIAWS Biidge Welding Code D1.S
" MRehbwal of Fleld Welders Cerh;ﬂcl.tlon” :
-, . spplication available at the M.D.O.T.,
. $ONSTRUCTION DIVISION
spomhon Building, Station 16, Auguista, ! ME 0.4363
Te]éphone 287-2171 - Attn: Denis Dubois o
Nnation ndulred for renewel it cartificaty !qus 8 n,}opﬂ'u.,»

PR

~ — N ‘__._‘,‘J_ILthﬁ . B
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G WELDING PRODUCTS
LN LSS Date: 818103 MSDSNo:  US-M10S5M |
FILLER METAL PRODUCTS Trade Name: Murex 7018 MR (Speedex HTS-M-MR)
Slzes: Al
Supersedcs: 4127/99

El m@;an
%zso s‘]Sr. Clﬂ;r%zg'tlle pasy

rouuer arecoered efed by Sectlon Vs seo it far

MATERIAL SAFETY DATA SHEET

For Welding Consumablés anid Related Products
. Corforms to Hazard Conmumcahon Stzmd

d 29CFR 1910 1200 Ruv Otober 1983

ed Ehctruda

FrudtIct ‘I‘yp :

plass;ﬁcaﬁm (‘A\y‘s 'E7USH4 )

ﬂ:;-m torlnll from \vlddl thiy mdudlmmnmm ‘The ficl 4nd gases pmdueell iffu’ingmldmgm tllcnonhnl

? ‘»’.‘:Vm R R e T
i ‘3&:&.’&:“!’&@ DL e et

* Non Flammable; Welding arc and sparks can igoite enmbtnnbics

i ﬂammnb!eprodum Seo 7459, lrefetencedinSecﬁou e

Productu fnert, no special handling or spill procedures rcqunpd. Not regulated by DOT.

raliownisr ntitive fnrlnc zics llsbed, umdmnymlu tesent In alf sl I
Sundu:?::?ﬂ%f‘m ety iy mﬂm&ﬂ' e Al eriats i o ?I.G“Tﬁs"éﬂ ot ammjc’""
’ : TV PEL
| Ingredionts - | CASNo. i Wt% | min’ | mefm®
Tron 743989-67 15 . [° < 10F | - 10
Limestone and/or calciam carb:mzté | 1317-65-3 10 10 15
Fluorides (as F) TIR0-755 | <5 | 25 25
Silicates and other binders 1344-09-8 <5 10* | 10*
| Mineral silicates ] 1332537 = - Sxx 7|
Manguese and/or midganese anoxs and compounds (as !Q***ﬁ* 7439-96-5 <5 0.2 1.0(c)_|
Ticaninm doxide (as Ti)*hues , 13463-67-7 1 10 15
Silicon and/or silicon alloys and comnm.(nds (ns8) | 7440-21-3 1 10 10%
Tron oxides (as Fo) . : 65996-74-9 | <0.5 [] 10
Zine and/gr zinc oxides* 2+ | 1314-13-2 { <05 5(d) 5(d)
Lithinm compounds (ax L1) ! 584132 | <05 10 10"
|
—
, -
Carhon steel core wite ! 7439-89-6 55 10> 10*
]
]
T
i -
Supplementa] Tyfo aﬁon (*)  Not listed. Niuudco value man)mum () +  Valaes are for mangiiteye fumme, (Short
value for iront nxide is 10 T 18 3.0 mllligrams
cibic metor. ﬂ%’ﬂue for ku oxidels § “emllllgmm.:“m per cubie nmmlf hger mﬁ?mf;ﬁm praposcd s&A:'Mc
It ¢ 1989 Prescat PEL 14 5, mllllmm: or cubi
" Asrespirable dust. ‘ et (aling veloey 4
% gulect & (h rﬂn ections 344, 31 .1313 of (&)  Valuesuyefor ziic oxldo fuma. The ACGIH TLV
i’g\ o m g qu:hC?mmwu o slliﬂlbm & kan @ liad 2 STEL (Shoxt Xerm Tixposure Limit) of 10
aml of 40 R370 dad fvz. ww;yw per ublcmeter

JUSSP—— —————
2 -
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U |Product:  Murex 7018 MR (Speadax HTS M MR) Rundisiy iy b
Date: aMan3 Huntth ¢ rinsatvlty
ra— m ;:I'Ml .
el i T
e T N (ST LS e vy A Y TS
LR g, Y R

\ A0 e i N
Threshold Limit Value: Tha ACGIH rscommandad ganeral limit for Welding Fume NOC - (Not Gtharwies Classifiad) s 5 mghnd, .

. ACGIH-1892 preface abtries that the TLV-TWA shauld be used'an guldaa In thé controf of health hazards and shioUld not be used 23 fine linas |
betwaen asfa and d“"‘],'"m concentrations. Soe Saetion V for speclfic fume canstituants which may madiy this TLV, Thrashold Limh ¢
Valusa are figures publiahad by the Amatican Conlarence of Gevernmant Iriduatrial Hyglanists, Units sre mi llgratns per cublc mater of alt.

Etfects of Overaxposurs: Elvctric scc walding evay create one or mora oF the followina heaith hazards:
Fumes and Gases cdn be.dangerous to your heilth, Comman ankry la by inbulation. Othar posyible rautes are skin cortuct and Ingeation,
’ . L R . . . ' .
Short-tertn (acute) ovexygosurc o weldlug fumes say regit|n divcosdfort such 1y metal Rume fver, geery or dryr=p orirritation of
! “ nowy tirasg, or e‘m.} May agyravats pro-exliting respirdtcy problemss (e.4. xsthms, vapliysema). Exgositre to m'ﬁ‘n:g iphJeveilf Auorltes cus
. enuta abdamidal paln, diarried, Muycular wualmus,udmuv_upslons. In avérenie c¥vos |t can cande lass o€ conyclpisneds and death, .~ .

Long-term (chronic) overvxposire to weldlag Fumes can lead o yidetsiy (o doposlts i buu}) and wiay affect pulimonary fiction. Munganesa ;
- m;%wimg cun un‘z:t Mnc?nul narvous vilzm, Teyuling hhnmd sg:la uﬁﬁumm? xmmu; and Eome l:gﬂhod! boveboon® s,
reporeed, Repeated exposyre to Quorides may cuuse excessfve calclfiention of the byae and calelGeatlin of Ngdutondy of the ribs, pelvis and yplnal |
coluttm, May earse sldu Fash, WARNING: This product, when used for waldlng or euttii, produces fusiey or gised which contaln choméeats !
kagwn by tho Slate of Califyrulx to cxuse birth defoch und in Jospe caves. tancer. (Califatnia Health & Safoey Code Stctlon 25240.5 o seq).

" Arc Rays cin iparc eyes and burn skin. §kin eaneor has been reported.
Elestric Shock can il 1 welding must be petfarued (o damp locations o with wet clothlsg, on metyl siruckures of when ln eeamped positions such 28
sitting, keeling v Lyiny; or If thiers is 2 ltgh risk of ugavolduble or 2ecitlental cuntuct with workplece, use the fallowing equipinent! Séminalontatic DC
Welder, DC Manuat (SHek) Walder, or AC Welder with Reduced Voltage Cantro). 1 .

Ettorgeaey auil First Ald Procedures: Call fur medical . Employ it 6 el recommneaded by the Amivrican Rod Cros.
IP BREATHING IS DIFFICULY give exygen. IF NOT BREATHING smploy CPR (Cardiopulmousry Resuscitation) teebytiqucs.
- [N CASE OF ELECTRICAL, S5O povar and follow reenimcnded tredment, In Jrysics
) 1y N, "t ; Y

O

I Tt
cothp Toducts: Weldldg fumies and gases
bpon the motal being welded, the process, procediue and cloctrodes wsed.

Otbet conditions wittch aiyo Iofluence the composling dd qaantify of the fumes And guses (o which worketrs may bo exposed uclude: codtingy on
the nietal befag waldod (suck a1 paint, plating, or galviinleing), Uic aumbar of wetders und the voluwnio of the warket nrca, the quallty
and anuourt of ventilation, the positios f the welder's Livad wieli respect {o thie Rinte plupse, as vell zd the presence of canlagiinnaty o
tho atmosphiers (such s chlorinated bydrocarbon vapars front cleawng and degreasing Aetivitien)

When the clectrode ls consuwired, o furue and gay decomponttion products generated are differcat in percent and form from the
ingredicar Ustod Ln Seerinn L Decompoalton productt of datnal gperntion iriehude Hiose originsting from (e valatiiiation, Feacdon,
ar ozidutlon of tho materials shown (g gccﬂun li plus thoee from the baso metal aud couting, ete, by noted nbove,

Retsouxbly oxpected Autie eytsticuents of this product would jnclade:  Primarily irod gtide and fuorides; secandarlly epmplex
otldes of ianganese, potasyiiieg, sllfcon, sedlum aud zine.

Maxtinues fume czposure guldsliue for thls product (hused on mduuesc conbent) I 3.0 milligrams percible mutr.
?.mge reactian products tiay Include earbon mosioxjde and carbou dloxids. Qsokic a1d nltrogon ozidea may be formcd by the radlation
m (he are.

Determiine the compositon and quantly of furies and gases to which wotksry are expased by taking o oir sample from Inslda the weldét's belmot If worn or
In the worker's breatlilng zaue. Imprnve ventiinilon  exposures are gt belaw lhmilis, See ANSUAWS FhJ, F1.2, F13 and F1.5, svalleble from the
percas $Velding Sodey. 550 . 1 AJwune Road, Miani, L. 33136 v ,

d aud uuderseand the mamuen 's IMtructigh agd i 1abed o tho pro :Lm:nlnn:v Dlfcatiun EZUS, Sevﬂun
NationsStadard 749, Salpty I ey, Culng s Al Procenies pablshed b (hs American Welding Socopy 480 N Leleane heaid oo BL,
33126 aud OSHA Pliblleation 2206 29CTRI919), U.S. Governmeut Printig Olice, Superintendent of Docunseals, P.0» Box 371954, Plttsburgh, PA
52507954 for inore detafls an many of Lie follow!
entilation: Uso enough vetilatiog, local exbause at the Are, or both to p the Runes anu gascs feoxs the worker's breathing zope oid the gonera] area.
ZIrain the weldce to koep hls bead sue of the Dmics, K as low a3 pogsible, :

Redplratory Protection: Use resplrabe flumo mp'"ﬁtmw o air supplled resplrator Wiiew weldluy i cablined space OF geueral wark ired When local oxlmust

or ventilutlon does ot keep exposure below TLY, —
yo Fro ¢ Weac helmut o wse fnée sirield tith Mier lens aliade number 12 of darker, SUAN otutrs by providiag screons and flaski gogglea

Protective EIEEEE. 2%, Wedr lisnd, bead, and body protcction wilclh Blp (0 prevent injury (rom radlaion, spacks awd ¢ Sparics A tlectrical shocks €0 Z49.1,
Ataminimum this ineludes welder's gloves ubd a protective Taco sldeld, and inay lnclude st prolectors, aprous, hais, shyulder protection, as well as dirk
subslanclat clothitog, Traln the welder not by permit clectrically live purts o electrodes 8 coutact skid . .. or oF gloves I they are wet. Tusulute Do _

{  work and ground,
, pos. m!:a nnl: Diseard any produ
) 4l

retidue, distopable contalner, or
e ot o apnllcable ecologles

i

14 urdinury wadty In au envirdnisentally acceptblo mannor according t
Reztlationy unless g willible,

inQroiation wvali

ederal, State an
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BENCHMARK

34 Thomas Drive
Westbrook, ME 04092
207.591.7600

Fax 207.591.7604

FAX

To:  Ethan Rhile (Becker Structural From: RonBurt
Engineering)

Fax:  879-1822 Phone: (207) 591-7600

Pages: 3 (including covet sheet) Fax: (207) 591-7604

Re: Oak Leaf Inn - Certifications

CC: ) Date: 31 May 2005

] Urgent ForReview [ ] Plcase Comment [ ]Please Reply [ ] Please Recycle

Ethan,

Please find attached copies of ASW D1.1 certifications from Mailihgs Welding. Please review it
this morning if possible & let me khow if it is acceptable.

If you have any questions or need anything clse, please don’t hesitate to contact me.

p/T'd S49°ON SOWHONIE  WHZE:8  S@@2’T "NIL



05/27/05 FRI 10:24 FAX 207 797 8335 DOUGIAS BROS PO‘.RTMND

.%
W

é "ai;
Rt

BT

Annex B/305

WELDER, WELDING OPEFATOR OR TACK WELDER QUAUFIC'AT!ON TEST RECORD
oo ot wlder AUller reilblazay

>

Name AMA72/AM MALI & i Idenifcttion No,00S™- 7.2 =2 329
Welding Procedurs Spacification No. AMLL_ Flw 2004 = Do £-26-0F
P~ (gl ~ Asoord Actudl VAluss

Usad in owmcatnon Qualification Range
Varialins ¢
ProcasafTypa [Table 4.10, ltani {1]] y
Electrode (single or multipls) [Takile 4,10, ltamn (8)] \ 2 < My AW,
_Current/Polartly ¢ PeS . '
Position [Table 4.10, Hem (4)] 16 , Y- A‘L‘Ln"!:'l'—
Weld Progression [Table 4.10, tam (5}] yerficle ” Hp ! ‘ u'p ~UVE
“Bﬁ:igg Vﬁ of NO) [Tuble 4,10, ltem (7] ey
ri c, A3 z .&‘I [
Ea_ls_xha I\?ehl atn)
icknsss: (Platw) '
Groova u l im
Fillet "‘1""?1 ‘\,fa.l.\__&'g:Q
Thicknass: (Pipafuba) i
Groova : #
Groo NH? I %‘i:‘;gg__
Diameter: {Pipe) y l é_‘é—ﬂﬂ—-——-
Groove N 247 oD
Fillet . - NIA ALl
Filler Metal [Table 4.10, tem (3)] | ;
Spee, No, XVl H N
Eroy [Table 4.10, te ér ; | ALl
F-Ne. @ 4,10, e (2)] i ‘
Gat/Flux ‘Ivpe [Thble 4.10, ltom (3)] N /A :
N4 ; N/A-

VISUAL INSPECTION (4.8.1) |

Acopptabla YES ar NO I

Guided Band Test Resuits (4.30.5)|

. Typs  Reeut Type | Rasuit

26 Yzride, Accent G ovFRHEAD __ _ Accept ==
. |

[@ Fillst Test Feaults (4.30.2.3 and 4.90.4/1) '

Appgarant’ Fills: Size

Fracture Test Roat Panetratior Mecrostoh __

{Doscribe the location, najem, gnd alze of any crack or tearing of the specimen.)
inapacis 4:._9\2 Test Number 21 DSV T
Orgenizaton Elcle Inspuckion e, _  Des 52405

‘ RADIOGRAPHIC TEST RESULTS (4.30.3.1)
Film Identfication ' Flim Idmntitication] T
Number Aosuts . Remarks Nibor | Fleaults_,d Remarks
af . - |
Interprated Teet Numiber_2| £ ~o0S ~R7T”
Organization ; ¢ Dato 5 =26 -0
" We, the undersignad, caritfy that tha attémeit 'meamwmmdmm‘mwddswempmpamd welded, and
e eimoe it i raciramars g ANsqus D1, 20.‘: ding Code—Stacl.
¢/

Marufaturer or Contractor 4 A\ Authorized

Form B4

pr2°d S43°0ON AAGWHONGE Wgle:8 s@o2’ 1
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: Annex /308
' WELDER, WELDING OPERATOR OR TACK WELDER ow@.lFchﬂou TEST RECORD
e ot Welder MilLeR. TRALblAZER
@ Name N T Identilcation No 0OQS ~o2 ~TSS %
' Waiding Pracadurs Speoification Na. ANS DI, Rev _20pn% Dae _S—2L-0S
- Recard Actilal Vatlu
) Pre-COual Usod In Qualification Qualification Rarge
Pmmaanypawmn ble 4.10, tetn (1}] SMAW .
avie .
Eloctrode {single or multiple) [Table 4.10, tem (8)] iNG 2 MM
 Current/Polartty M—— :
Pasition [Tabla 4.10, lem (4)] ! ALl
Weld Prograssion [Table 4.10, ltem (6)) : ' pp =L
Backing (YES of NO) [Tabke 4,10, ltsim (7)] Y e
Mataial/Spec, AZ26 ® AR
maldmm (Plate) '
Th : .
Groave —L.op” wrdbonitep
Thigkness: (Plpeftube) it R
racve N
Fillet #
Diamstar: (Plpa) Nja 5. Ol>
Groove “NIa 7
Fillet AfA
Fillat Metal [Tabla 4.10, itemn (3)} )
Spac. No- .
] Class . ] '
F-No. [Table 4,10, ltarn (2] : :;Eug ALL
W GasfFlux Type (Table 4.10, tem ()] ~ N4
¥ Other NI A{_/é

VISUAL INSPECTION (4.81)
Acosptable YESOI‘NO_% i

Gulded Band Taat Resulix (4.30.5),
— Tpe Rasult Type . Rosult
SE vadile  Aceolibls | 4E oveedesls Adceptahle
Millet Tewt Reaults (4.30.2.3 and 4.90.4.1) '
Appoaranes _, N l A Fllist Size - N /:»4
Fracfte Test Root Panstration _ Matroateh i
(Dagcriba thd loaglion, nanungand3{ze of any crack or tearing of the spscimen,)

Inspected b ‘Tast Numnber ﬁg‘—gs— VT
Organization 2/, - r B ' Date_42lo= S

AADICGRAPHIC TEST RESULTS (4.80.3.1)

o e s [P e e
L e ONECHERD | Artdpbobty
- AV N )
intorpreted Tost Number_ZLZ-OS = KT
Orgarization _[EL+* Dite _§=26-05

We, tha undsraigred. cerify that e statemette in §
tosted In accardancs with the rarjuiraments of sag

") Menutmcturer or Comtracior_Afd
Forni E+

vscord ara corract and hiat the toot welds weva propared, wsided, and
§ ANBVAWS D11, :i ) PﬂCoda—?Inal.

prsE°d 923 "ON AHBWHONZE Wgee:8  sp@2 1 NNL



_____,25_421/05 FRI 10:25 FAX 207 797 8385 DOUGLAS DROS PORTLAND - @iboe

ELITE INSPECTION SERVICES, INC, 220 ‘"g;‘f,};::;m Pl

RADIOGRARHIC INSPECTION REPORT Bhione: (207) 797-2498
Fax: (207) 797-2284

customer: Maling! igi s 2205~ VI-RT  DATE S-26-0S
Jopé_Tesr AoTES PO# AGCEPTANCE STD. 2. '
TEGH. SPEG.: MATLTYPE:, _AfS MATLTHICKNESS: 100"+
MAT'L DIAMETER TYPESEAM: RutT __EFF. FOCALSIZE.‘L'-LG__ISOTOPE_J:.E_‘S?_—__._
CURIES:_45 SOURGETO FILM DISTANGE: IS~ TME_{. Last. _ P TRPEL TS,
FILMSIZE: 4,5 1) FILMTECHNIQUE: __Shg..._Pbl. FILMPROCESSIN N
SHIMTHICKNESS:_ A PENETRAMETER$: B—tUflpe,  :  p— SOUACESIDE . FILMSIDE

NO. EXPOSURES:_J £4. _ RADIOGRARHIC TECHNIQUE: __t-Sng. WALL EXPOSURE____ Dbl. WALLEXPOSURE
FILM VIEWING 7ECH;___e—Shg. WALL______Dbl. WALL RADIQGRAPHER:

2

E .| & g ; E 2

g £ E Ele|5)y,|5 8|8 LEIE| 3
BERHAARERR R

it} =] x |4

2 Eo|Z|8|d|3]8 3 2|8|2|5|2(E|5|58|%|¢|22

NG

Rl Lol v [
o | L —

2l o] . o
db Lokl L7 '

Zeir [Sis L/ ASHE 2 'ﬂm
A rtraphance 4 |

1
1
i

EIS| REVIEW LEVEL AT CUSTOMER nEwEWéﬁ_LALL___
Al REVIEWER - ’

We assume ho rasporisibility for the losses of any kind dus to olr Interpretation of the quality of the material bsing submittad.
ALl DATA AND INFORMATION WiLL BE HELD STRIC'TLY CONFIDENTIAL,
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06100 Rough Carpentry
06100.1 BSE Observation Reports




BECKER 00190

structural engineers, inc.

OBSERVAT|0N REPORT ___Date:  March 11, 2005

‘ Time:  12;
Rough Carpentry . Time: 1 12:15 PM

. Temp: 28F
__Weather:  PtCloudy

Project: Oak Leaf Inn/ Everett Hotel
Location: ~ Portland ME
Becker Job No: 1308

Observation Location: Second Floor Framing
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: o D,- z Z Comments

MemberSizes X [0 0O 0O o }
Material Quality X O O 0O
Bearing Condition X O 0O O
Connections X O 0 0. )
~Nailing Pattern X O O O
Bridging/Bracing O 0O X O
Other: O oo g
‘Other: O 0O g O
Notes:

signed: Adam M. White, E.I.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER o

structural engineers, inc.

Date: March16,2005 . .
___Time: 10:00AM
_Temp: N/AlIndoor
' Weather: N/A Indoor

OBSERVATION REPORT
Rough Carpentry :

Project: Oak Leaf Inn/ Everett Hotel
_Location: ~ Portland, ME
Becker Job No: o 1308

‘Obs'ér\'/éfif)’r‘i[ocation: Second Floor Framing (General Review, Installation Bfrﬁélw_"msﬂéﬁt‘ “éééké‘r"na ‘ﬂlé'c'if) .

Comments

_Member Sizes o
Material Quality
Bearing Condition
Connections
_Nailing Pattern
Bridging/Bracing ,
Other:
Other:
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Notes:

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER  ®©

structural engineers, inc.

Date: March 23, 2005

OBSERVATION REPORT |
‘ o Time: = 8:00AM_

Rough Carpentry :
: Temp: 1 N/A Indoor
_Weather: N/A Indoor

Project: Oak Leaf Inn/ Everett Hotel

Location: ___ Portland, ME
BeckerJobNo: 1308

Observation Location: Review of Ramp Area Existing Conditions for Installation of Ramp

i
H

~ Comments

fl_lg Un-Satisfactory

Member Sizes
Material Quality
Bearing Condition
Connections

i
i

RIRIKE Not Applicable

!
i
|
i
i
!
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;
i
i
i

|
|

OO0 Not Completed

A
|

Nailing Pattern

(i

D‘DHD’EDDDD Satisfactory

Bridging/Bracing o X
_Other: o o 0o X ) e
Other: O O X I

Notes:
Noted and photographed existing landing for ramp construction

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER 06100

structural engineers, inc.

OBSERVATION REPORT' : | Date: 04-01-2005 ... ..

Time:  9:.00am _

General Report

_ Temp: N/Alndoor
_Weather: N/A Indoor

~ Project: ~ Oak Leaf Inn/Everett Hotel

Location:  Poritand, Maine
Becker Job No: 1308

Observation Location: Review of existing footing condition to determine if new footing is required. -
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Comments

X Not Applicable

Member Sizes
Material Quality

Bearing Condition
Connections
Nailing Pattern
Bridging/Bracing
Other:
Other:
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:DD;D- Un-Satisfactory ‘

OO0 satisfactory
DDDD Not Completed
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Notes:
Per Tim, a new footing will be installed as the existing brick masonry foundation is not in

the correct location.

Signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



BECKER  *®

structural engineers, inc.

Date:  April 13,2005 . .. .

OBSERVATION REPORT

__Time: 8:00AM _

Rough Carpentry

| Temp: N/A Indoor
_ Weather: _N/A Indoor

Project: Oak Leaf Inn/ Everett Hotel
Location: ~ Portland, ME
Becker Job No: 1308

Observation Location: Review of Ramp Installation (Base Plate, Column andFrammg)Roof Hatch
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5 & 0B B
o w22 Z Comments
MemberSizes XK OO0 oo o
Material Quality X O o
Bearing Condition X O o
Comecions O [ X [ .

Nailing Pattern

Bridging/Bracing
Other:

Other:

oooo

H

ORRO

OOORRO0
0ooo

Notes: '
General Review of Ramp Condition: Not all connections (some nails not yet installed,

expansion bolts at footing) installed at time of visit, but in general the work appeared to
meet the intent of the design sketches.

signed: Ethan A. Rhile, P.E.

75 York Street, Portland, ME 04101-4701 = Tel 207-879-1838 = Fax 207-879-1822



" End of Report




	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	

