


























Client: CUMBERLAND COUNTY CIVIC CENTER

Report of Field Density

Project Number: 12-0034.1Project: PORTLAND ME - CUMBERLAND COUNTY CIVIC CENTER RENOVATIONS - 
CONSTRUCTION MATERIALS TESTING

ASTM D6938

Field Density Test Results

Test #
Test 
Date Tech Test Location

Elev 
Feet

Test 
Depth

Lab ID
Moisture 
Content 
Percent

Compaction
 Percent

Required 
Compaction

Dry 
Density

8/12/2013 KBG BC/B2(+8) 65 12 99.3 9598 139.1 1.416128G

8/12/2013 KBG XE/B3(-5) 66 12 97.9 9599 137.2 2.816128G

8/12/2013 KBG CE(+10)/C2 57 12 98.9 95100 138.5 2.116128G

Laboratory Compaction Test Reference

Lab ID
Date 

Received Material Source Material Type Method

Optimum
Moisture 
Content 

(%)

Max Dry 
Density 

PCF Comments
11/9/2012 Shaw Bros - O Pit WBRC Granular Fill ASTM D-1557 Modified C 5.8140.116128G

Elevation Notes: Comments:

Reviewed By

Monday, August 12, 2013 Page 1 of 1

jwells
New Stamp













Client: CUMBERLAND COUNTY CIVIC CENTER

Report of Field Density

Project Number: 12-0034.1Project: PORTLAND ME - CUMBERLAND COUNTY CIVIC CENTER RENOVATIONS - 
CONSTRUCTION MATERIALS TESTING

ASTM D6938

Field Density Test Results

Test #
Test 
Date Tech Test Location

Elev 
Feet

Test 
Depth

Lab ID
Moisture 
Content 
Percent

Compaction
 Percent

Required 
Compaction

Dry 
Density

8/28/2013 KBG CB(-5)/C2.8(+8) 50 12 97.2 95129 129.5 3.417134G

8/28/2013 KBG CA(+10)/C2(+10) 50 12 95.9 95130 127.8 3.017134G

8/28/2013 KBG CC/C2 52 12 96.0 95131 127.9 2.917134G

8/28/2013 KBG CA(+5)/C2.3 51 12 98.3 95132 130.9 2.717134G

8/28/2013 KBG CB(+5)/C3(+5) 53 12 96.4 95133 128.4 3.117134G

8/28/2013 KBG CB(+5)/C2 53 12 95.8 95134 127.6 3.317134G

8/28/2013 KBG CC/C1(+10) 53 12 99.0 95135 131.9 3.017134G

8/28/2013 KBG CB/C3 54 12 98.6 95136 131.4 2.717134G

8/28/2013 KBG CB(+5)/C2(+5) 54 12 98.1 95137 130.7 3.317134G

Laboratory Compaction Test Reference

Lab ID
Date 

Received Material Source Material Type Method

Optimum
Moisture 
Content 

(%)

Max Dry 
Density 

PCF Comments
8/21/2013 Shaw. Bros. N-Pit Granular Fill ASTM D-1557 Modified C 6.2133.217134G

Elevation Notes: Comments:

Reviewed By

Thursday, August 29, 2013 Page 1 of 1

jwells
New Stamp





Client: CUMBERLAND COUNTY CIVIC CENTER

Report of Field Density

Project Number: 12-0034.1Project: PORTLAND ME - CUMBERLAND COUNTY CIVIC CENTER RENOVATIONS - 
CONSTRUCTION MATERIALS TESTING

ASTM D6938

Field Density Test Results

Test #
Test 
Date Tech Test Location

Elev 
Feet

Test 
Depth

Lab ID
Moisture 
Content 
Percent

Compaction
 Percent

Required 
Compaction

Dry 
Density

8/30/2013 KBG CA(-5)/X12(+5) 56 12 96.5 95143 128.6 4.317134G

8/30/2013 KBG CA(-4)/X13 56 12 97.9 95144 130.4 3.417134G

8/30/2013 KBG CA(-3)/X13(-10) 57 12 100.0 95145 133.2 3.117134G

8/30/2013 KBG CA(-5)/X11(+10) 58 12 95.5 95146 127.2 3.917134G

8/30/2013 KBG CA(-4)/X12 59 12 99.8 95147 133.0 3.117134G

8/30/2013 KBG CA(-5)/X11 60 12 96.8 95148 128.9 3.317134G

8/30/2013 KBG CA(-3)/X12(+10) 61 12 95.9 95149 127.8 3.417134G

Laboratory Compaction Test Reference

Lab ID
Date 

Received Material Source Material Type Method

Optimum
Moisture 
Content 

(%)

Max Dry 
Density 

PCF Comments
8/21/2013 Shaw. Bros. N-Pit Granular Fill ASTM D-1557 Modified C 6.2133.217134G

Elevation Notes: Comments:

Reviewed By

Tuesday, September 03, 2013 Page 1 of 1

jwells
New Stamp
















	FD 1-16
	FD 17-20
	FD 21-27
	FD 28-36
	FD 37-48
	FD 49-61
	FD 62-66
	FD 67-76
	FD 77-81
	FD 82-86
	FD 87-90
	FD 91-92
	FD 93-97
	FD 98-100
	FD 101-105
	FD 106-110
	FD 111-113
	FD 114-122
	FD 123-128
	FD 129-137
	FD 138-142
	FD 143-149
	FD 150-156
	FD 157-160
	FD 161-162
	FD 163-164
	FD 165-169
	FD 170-171
	FD 172-174 

