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Field Density Test Results

Moisture
Test Elev Test LablID Dry Content Compaction Required
Test# Date Tech Test Location Feet Depth Density Percent  Percent Compaction
34 1/6/2016 VLT E/8 FS 6 20085G 1325 5.6 96.5 95
35  1/6/2016 VLT Ef75 FS 6 200856 1389 52 101.2 95

Laboratory Compaction Test Reference

Optimum
Max Dry Moisture
Density Content

Date
_LabID _ Received Material Source Material Type Method PCF (%) comments
ZOQBSG 10/?2/20] 5 §7h§w_l§r9_t_hers - NEIE _ Crushed Grave! ASTM D-1557 Modified C 137.3 5.5
Elevation Notes: Comments:
ALL LOCATIONS ARE FOOTING SUBGRADE OUTSIDE

FS - FOOTING SUBGRADE
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