= WCOLE Report of Moisture-Density

L ENGINEERING,INC. Method ASTM D-1557 MODIFIED Procedure A
Project Name PORTLAND ME - THE PARK DANFORTH - CONSTRUCTION Project Number 14-0065.2

. MATERIALS TESTING SERVICES Lab ID 20399G
Client THE PARK-DANFORTH Date Received 17712018
Material Type GRANULAR BORROW Date Completed  1/8/2016
Material Source NATIVE MATERIAL Tested By PAUL SHAFFER

Moisture-Density Relationship Curve

.12 :
4 ' ' »
R EEEE Lo e LetobltodoS, ~ L
v v
f ’ '
' T Tl I Rl R L il § LR I
. ' 1
.............................................
' '
s
122 ! '
P T R R T Tt e PO TRy TR A N S UL U R IR
[ ™) . .
o ---------------- - “eer ey
Q =EEEERE Ll E R e Cebhcbabadadl s Lal-t P I e I i L t-kal
' B .
o’ . I
0
> eI T [N LI R e e i e 1= et Tr e s ey - r-r-r
d '
—
2] :
c :
Q ...........................................................................................................
ST I e (SR IR O [ e [ F R S R [N Y 1.2.2 S g §
,
E‘ ;

2 4 6 8 10 12 14 16 18 20 22 24 26

Moisture Content (%)

Maximum Dry Density (pcf) 116.3 Corrected Dry Density (pcf) 122.4
Optimum Moisture Content (%) 10.5 C d Moist C o

borcont Oversised (91% orrected Moisture Content (%) 8.9
Comments Rogepf. Domingo -
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