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041203831
ESH50

EMSL Order ID:
Customer ID:
Customer PQO:
Project ID:

Summary Test Report for Ashestos Analysis via EPA 600/R-93/416 and/or EPA 600/M4-82-020

Client Sample ID: B3C Lab Sample ID:  041203831-0009
Sample Description:  SHEETROCK
Analyzed Non-Ashestos
TEST Date Color Fibrous Non-Fibrous Asbestos Comment
PLM 2018/2012 White 5% 5% None Detected
Client Sample ID: B3D Lab Sample ID:  041203831-0010
Sample Description:  SHEETROCK
Analyzed Non-Asbestos
TEST bDate Calor Fibrous Non-Fibrous Asbestos Comment
PLM 2/19/2012 White 15% 85% None Detected
Client Sample ID: B3E Lab Sample ID:  041203831-0011
Sample Description:  SHEETROCK
Analyzed Non-Ashestos
TEST Date Color Fibrous Non-Fibrous Asbestas Comment
PLM 2/20/2012 Brown/White 15% 85% None Detected
Client Sample ID: B4A Lab Sample ID:  041203831-0012
Sample Description:  ROOF VAPOR BARRIER ON iNS ULATION
Analyzed Non-Asbestos
TEST Date Color Fibrous Non-Fibrous Asbestos Comment
PLM Grav. Reduction 2119/2012 Black 3.0% 97.0% None Detected
Client Sample ID: B4B Lab Sample ID:  041203831-0013
Sample Description:  ROOF VAPOR BARRIER ON INSULATION
Analyzed Non-Asbestos
TEST Date Color Fibrous Non-Fibrous Asbestos Comment
PLM Grav. Reduction 211912012 Black 3.0% 97.0% None Detected
Client Sample ID: B4C Lab SampleiD:  041203831-0014
Sample Description:  ROOF VAPOR BARRIER ON INSULATION
Analyzed Non-Asbestos
TEST Date GColor Fibrous Non-Fibrous Asbestos Comment
PLM Grav. Reduction 2/20/2012 Black 2.5% 97.5% None Detected
Client Sample ID: B5A Lab Sample ID:  041203831-0015
Sample Description:  ROOF DECK
Analyzed Non-Asbestos
TESTY Date Color Fibrous Non-Fibrous Asbestos Comment
PLM Grav. Reduction 2/19/2012 Gray 0.0% 100% None Detected
Client Sample ID: B5B Lab Sample ID:  041203831-0016
Sample Description: ROOF DECK
Analyzed Non-Asbestos
TEST Date Color Fibrous Non-Fibrous Asbestos Comment
PLM Grav. Reduction 2/19/2012 Gray /Black 0.0% 100% None Detected
Client Sample iD: B5C Lab Sampie ID:  041203831-0017
Sample Description:  ROOF DECK
Analyzed Non-Asbestos
TEST Date Color Fibrous Non-Fibrous Asbestos Comment
PLM Grav. Reduction 2/20/2012 Gray /Biack 0.0% 100% None Detected
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